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Contact: Mr. Greg French Samples Indicated: 1 Report No. 103907
Reg. Samples Analyzed: 1
Address: Comerstone Industrial Minerals Split Layers Analyzed: 0
P.O. Box 1287
Job Site /No. T i
Lakeview, OR 97630 06 Site /No. Tucker Hill
OTHER DATA
1) Non-Asbestos Fibers DESCRIPTION
2) Matrix Materials
SAMPLE ID o ASBESTOS 3; Date;Time Collected FIELD
Yo TYPE 4) Date Analyzed LAB
1)None Detected [Tucker Hill, Perlite
TH-05-ST-03. None Detected [2)99-100% Glass Fragments, Other
mp.
Lab ID # 999-00005-001 3) 4) Apr-12-05 Volcanic Glass-Colorless
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Detection Limit of Method is Estimated to be 1% Asbestos Using a Visual Area Estimation Technique



